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NOTES
o - (UC) UNCONFINED COMPRESSION TEST
@- (0) UNCONSOLIDATED - UNDRAINED TRIAXIAL SHEAR TEST
a- (R) CONSOLIDATED - UNDRAINED TRIAXIAL SHEAR TEST
@- (S) CONSOLIDATED - DRAINED OIRECT SHEAR TEST
We YN QL aTrEmeERG LIMITS
BORING WAS TAKEN WITH A 5 INCH OIAMETER SOUTHEAST LOUISIANA UABAN FLODD CONTROL PROLECT
STEEL TUBE PISTON TYPE SAMPLER. ORLEANS PARI[SH SECTION 533(0) REPORT
FOR SOIL BORING LEGEND SEE PLATE A. UPTOWN SUBBASIN
FOR LOCATION OF BORINGS SEE PLATE ORLEANS PARISH, LOUISIaNA
FOR DETAILED TEST DATA SEE UNDISTURBED BORING
BORING CUS
U.S. ARMY ENGINEER QISTRICT. NEW ORLEANS
CORPS OF ENGINEERS
NEW ORLEANS, LOUISIANA
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