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City of New Orleans LOG OF BORING AND TEST RESULTS B-43
Pavement Investigation
West End Neighborhood Area < .
Orleans Parish, Louisiana tgﬂg:ﬂfdsoggﬁi 48
EUSTIS ENGINEERING Project No: 22226 R Water Depth: See Text
Date: 08/23/2013 Total Depth: 5.0 ft
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